
D efault O rientation R R

Textile Manufacturer Pattern Name Bleach Cleanable Grade Seats/Backs Screens Orientation 

C amira 24/7 Flax   G Approved Not Tested R R
C amira Blazer   C Approved Approved R R
C amira C arlow X  A D enied D enied R R
C amira C raggan Flax   D D enied Not Tested R R
C amira E ra X  B Approved Approved R R
C amira E ra 66   C Approved Not Tested R R
C amira G ravity   C Approved Approved R R
C amira Halcyon - Aspen X  F Approved Not Tested R R
C amira Halcyon - Blossom X  G Approved Not Tested R R
C amira Halcyon C edar X  F Not Tested Not Tested R R
C amira Hemp   G Approved Not Tested R R
C amira Kyoto   F Approved Not Tested R R
C amira Lucia   C D enied Not Tested R R
C amira Main Line Flax   D Approved Approved R R
C amira Main Line Twist   D Approved Approved R R
C amira Monochrome Sett #1   E Approved Approved R R
C amira Monochrome Sett #2   E Approved Approved R R
C amira Monochrome Sett #3   E Approved Approved R R
C amira Monochrome Sett #4   E Approved Approved R R
C amira Monochrome Sett #5   E Approved Approved R R

Tested textiles for:

Ambi

Textiles are a critical component of our seating and screen products. The following list is intended to facilitate selection of textiles for use on our products. 

COM Selections
Stylex is not accepting COM material on Ambi at this time.

Textile Orientation
Textile orientation is determined by Stylex on a per product basis. Yardage requirements shown in the Stylex price list are calculated based on the product’s default orientation. Yardage requirements may increase for COM’s that require an orientation 
differing from the default. Please see textile orientation explanations below: 
1. Railroaded (RR) – The textile is applied to the unit perpendicular to the direction of the roll.
2. Up the Roll (UTR) – The textile is applied to the unit parallel to the direction of the roll.

Textile Maintenance
Please note that the below textiles identified as bleach cleanable were indicated as such by the textile supplier as of 6/1/2020. Detailed cleaning instructions and confirmation of disinfecting processes are provided by the textile supplier. As always, 
failure to follow cleaning instructions may result in damage to textiles. Stylex is not responsible for any damage that may occur from cleaning or maintenance.

Approvals 
Please be advised that all approvals listed here are provisional. We reserve the right to withdraw approval at any time, including after an order has been placed. While we attempt to ensure that our approved textile lists are up to date, our upholstery 
methods do change on an ongoing basis. Such changes may impact the suitability of a given textile for a particular product. 

Pricing
All pricing quotes should be obtained from your local Sales Rep or Stylex Customer Service. 
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Textile Manufacturer Pattern Name Bleach Cleanable Grade Seats/Backs Screens Orientation 
C amira Monochrome Sett #6   E Approved Approved R R
C amira Monochrome Sett #7   E Approved Approved R R
C amira O ceanic   C Approved Approved R R
C amira Patternmaker - C rosshatch   J Not Tested Not Tested R R
C amira Patternmaker - Hula   J Not Tested Not Tested R R
C amira Penta   E Approved Not Tested R R
C amira Port   B Approved Not Tested R R
C amira Q uest   B Approved Approved R R
C amira R ePlay Zero   B Approved Approved R R
C amira R eSKU 2.0   F Approved Approved R R
C amira R evolutionary   E Approved Not Tested R R
C amira R ivet X  B D enied Not Tested R R
C amira Silk   H Approved Approved R R
C amira Sonus   D D enied Not Tested R R
C amira Sprint   C D enied Not Tested R R
C amira Sumi   D Approved Not Tested R R
C amira Synergy   C Approved Approved R R
C amira Synergy 66   G Approved Not Tested R R
C amira Touch   F Not Tested Not Tested R R
C amira Track   G Not Tested Not Tested R R
C amira Yoredale   F Approved Approved R R
C F Stinson Ace   C Approved Not Tested R R
C F Stinson Adagio   E Not Tested Not Tested R R
C F Stinson Aerie   C D enied Not Tested R R
C F Stinson Aero X  B Not Tested Not Tested R R
C F Stinson Affinity / Affinity 2.0 X  F Approved Not Tested R R
C F Stinson Alamo   B Approved Not Tested R R
C F Stinson Alfresco X  G Approved Not Tested R R
C F Stinson Ally   B D enied Not Tested R R
C F Stinson Amplify X  C Approved Not Tested R R
C F Stinson Antigua   H Approved Not Tested R R
C F Stinson Aperture   B D enied Not Tested R R
C F Stinson Apprentice   B Approved Not Tested R R
C F Stinson Archer   D Not Tested Not Tested R R
C F Stinson Ardent X  C Approved Not Tested R R
C F Stinson Arioso X  G Approved Not Tested R R
C F Stinson Armature Too!   I Not Tested Not Tested R R
C F Stinson Array X  B D enied Not Tested R R
C F Stinson Artisan   D Approved Approved R R
C F Stinson Attache   C Approved Not Tested R R
C F Stinson Avant X  C Not Tested Not Tested R R
C F Stinson Backdrop   B D enied Not Tested R R
C F Stinson Bandwidth   H Approved Not Tested R R
C F Stinson Banyan X  C Approved Not Tested R R
C F Stinson Baxter   E Not Tested Not Tested R R
C F Stinson Bespoke   D Approved Not Tested R R
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Textile Manufacturer Pattern Name Bleach Cleanable Grade Seats/Backs Screens Orientation 
C F Stinson Bijou   G Approved Not Tested R R
C F Stinson Binary   C D enied Not Tested R R
C F Stinson Blend   C Not Tested Not Tested R R
C F Stinson Blink O mbre   E Approved Not Tested R R
C F Stinson Block D raw   F Not Tested Not Tested R R
C F Stinson Blueprint   G Not Tested Not Tested R R
C F Stinson Bond   F Approved Not Tested R R
C F Stinson Boomerang   K Approved Not Tested R R
C F Stinson Borderline X  I Approved Not Tested R R
C F Stinson Boucle Two W ay   E D enied Not Tested R R
C F Stinson Box C hain   C Approved Not Tested R R
C F Stinson Bridge   E Not Tested Not Tested R R
C F Stinson Brit   E Not Tested Not Tested R R
C F Stinson Broadband X  J Approved Not Tested R R
C F Stinson Brushwork X  G Approved Not Tested R R
C F Stinson Bubblerake / Bubblerake 2.0 X  I Approved Not Tested R R
C F Stinson Burkshire X  D Not Tested Not Tested R R
C F Stinson C assidy / C assidy 2.0 X  C Approved Not Tested R R
C F Stinson C atalina X  F Approved Not Tested R R
C F Stinson C eremony   J Approved Not Tested R R
C F Stinson C hannel / C hannel 2.0 X  D Approved Not Tested R R
C F Stinson C haos X  K Approved Not Tested R R
C F Stinson C harlotte X  C Approved Not Tested R R
C F Stinson C inema X  J Approved Not Tested R R
C F Stinson C irque / C irque 2.0 X  E Approved Not Tested R R
C F Stinson C itadel / C itadel 2.0 X  D Approved Not Tested R R
C F Stinson C ityscape   F Not Tested Not Tested R R
C F Stinson C larity   H Approved Not Tested R R
C F Stinson C lean Slate / C lean Slate 2.0 X  D Approved Not Tested R R
C F Stinson C oastline   C D enied Not Tested R R
C F Stinson C olor Block X  H Approved Not Tested R R
C F Stinson C omposite   J Not Tested Not Tested R R
C F Stinson C oncourse   G D enied Not Tested R R
C F Stinson C onnect / C onnect 2.0   C Approved Not Tested R R
C F Stinson C ore / C ore 2.0   C Approved Not Tested R R
C F Stinson C orium X  G Approved Not Tested R R
C F Stinson C riss C ross / C riss C ross 2.0 X  C Approved Not Tested R R
C F Stinson C ush   C Not Tested Not Tested R R
C F Stinson C ycle   F Approved Not Tested R R
C F Stinson D apple X  B D enied Not Tested R R
C F Stinson D etail X  B Not Tested Not Tested R R
C F Stinson D idi   G Approved Not Tested R R
C F Stinson D igital   G Not Tested Not Tested R R
C F Stinson D iscovery   D Not Tested Not Tested R R
C F Stinson D istrict   F Approved Not Tested R R
C F Stinson D ivvy   J Approved Not Tested R R
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Textile Manufacturer Pattern Name Bleach Cleanable Grade Seats/Backs Screens Orientation 
C F Stinson D rift X  E Approved Not Tested R R
C F Stinson D uet   F Not Tested Not Tested R R
C F Stinson D ynamic   H D enied Not Tested R R
C F Stinson E ddy   I Approved Not Tested R R
C F Stinson E ffervescense / E ffervescense 2.0 X  H Approved Not Tested R R
C F Stinson E li / E li 2.0 X  C Approved Not Tested R R
C F Stinson E nglish Pub X  D Not Tested Not Tested R R
C F Stinson E ntrada X  B Approved Not Tested R R
C F Stinson E quator   H Approved Not Tested R R
C F Stinson E ssential X  C Approved Not Tested R R
C F Stinson E tch X  H Approved Not Tested R R
C F Stinson E uclid X  C Approved Not Tested R R
C F Stinson E xcursion X  A Approved Not Tested R R
C F Stinson Face Value   B Not Tested Not Tested R R
C F Stinson Faux Bois   J Not Tested Not Tested R R
C F Stinson Fenestra Too!   H Approved Not Tested R R
C F Stinson Fiddlesticks   M Approved Not Tested R R
C F Stinson Fidget   F Not Tested Not Tested R R
C F Stinson Finley   E Approved Not Tested R R
C F Stinson Fizz / Fizz 2.0 X  E D enied Not Tested R R
C F Stinson Flanders X  D Approved Not Tested R R
C F Stinson Flare   J Approved Not Tested R R
C F Stinson Flex X  B Not Tested Not Tested R R
C F Stinson Flip   H Not Tested Not Tested R R
C F Stinson Focus   B D enied Not Tested R R
C F Stinson Formation   I Not Tested Not Tested R R
C F Stinson Fractal X  G Approved Not Tested R R
C F Stinson Frequency / Frequency 2.0 X  F Approved Not Tested R R
C F Stinson Fuse / Fuse 2.0   C Approved D enied R R
C F Stinson G abby   B Not Tested Not Tested R R
C F Stinson G alileo / G alileo 2.0 X  G Approved Not Tested R R
C F Stinson G ambit   H Not Tested Not Tested R R
C F Stinson G enesis X  B D enied Not Tested R R
C F Stinson G eoMet X  C Approved Not Tested R R
C F Stinson G esture X  K Approved Not Tested R R
C F Stinson G limpse   I Not Tested Not Tested R R
C F Stinson G raffiti   J Not Tested Not Tested R R
C F Stinson G raph   E Approved Not Tested R R
C F Stinson G ravity X  E Approved Approved R R
C F Stinson G rille / G rille 2.0 X  D Not Tested Not Tested R R
C F Stinson Handwork X  I Approved Not Tested R R
C F Stinson Harrison - MB   E Approved Approved R R
C F Stinson Hashtag X  F Approved Not Tested R R
C F Stinson Hexie   J Approved Not Tested R R
C F Stinson Hi-Fi X  C Approved Not Tested R R
C F Stinson Hive X  C Approved Not Tested R R
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Textile Manufacturer Pattern Name Bleach Cleanable Grade Seats/Backs Screens Orientation 
C F Stinson Honeycomb Shag   G Not Tested Not Tested R R
C F Stinson Hopsack X  D Approved Not Tested R R
C F Stinson Hush X  G Approved Not Tested R R
C F Stinson Impress w/StaKleen™ X  D Approved Not Tested R R
C F Stinson Imprint   B D enied Not Tested R R
C F Stinson Infinity Plush   J Not Tested Not Tested R R
C F Stinson Intermix   B D enied Not Tested R R
C F Stinson Intersect   H Approved Not Tested R R
C F Stinson Jax   G Not Tested Not Tested R R
C F Stinson Juxy / Juxy 2.0 X  H Approved Not Tested R R
C F Stinson Kalahari   G Approved Not Tested R R
C F Stinson Kennebunk X  H Approved Not Tested R R
C F Stinson Kid X  F Approved Not Tested R R
C F Stinson Kinetic X  F Approved Not Tested R R
C F Stinson Kusari / Kusari 2.0 X  D D enied Not Tested R R
C F Stinson La Scalina   I Approved Not Tested R R
C F Stinson Lara   B Approved Not Tested R R
C F Stinson Laredo X  C Approved Not Tested R R
C F Stinson Lateral X  C Approved Not Tested R R
C F Stinson Latitude X  A Approved Not Tested R R
C F Stinson Lattice   C Approved Not Tested R R
C F Stinson Lava / Lava 2.0 X  I Approved Not Tested R R
C F Stinson Level / Level 2.0 X  D Approved Not Tested R R
C F Stinson Lexie   I Not Tested Not Tested R R
C F Stinson Linea   C D enied Not Tested R R
C F Stinson Live W ire X  F Approved Not Tested R R
C F Stinson Loophole / Loophole 2.0 X  H Approved Not Tested R R
C F Stinson Lorelai - MB   F Not Tested Not Tested R R
C F Stinson Lulu X  B D enied Not Tested R R
C F Stinson Lunaria   G Approved Not Tested R R
C F Stinson Luther II   B D enied Not Tested R R
C F Stinson Mandala X  H Approved Not Tested R R
C F Stinson Mantra   L Approved Not Tested R R
C F Stinson Marquetry X  G Approved Not Tested R R
C F Stinson Martini / Martini 2.0 X  F Approved Not Tested R R
C F Stinson Mason X  B D enied Not Tested R R
C F Stinson Matrix X  C Approved Not Tested R R
C F Stinson Maze X  I Approved Not Tested R R
C F Stinson Median X  H Approved Not Tested R R
C F Stinson Mesa X  J Approved Not Tested R R
C F Stinson Mica / Mica 2.0 X  D Not Tested Not Tested R R
C F Stinson Mixed Media   C Approved Not Tested R R
C F Stinson Moby   C Approved Not Tested R R
C F Stinson Moccasin / Moccasin 2.0 X  B Approved Not Tested R R
C F Stinson Mod   I Approved Not Tested R R
C F Stinson Modena / Modena 2.0 X  G Approved Not Tested R R
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Textile Manufacturer Pattern Name Bleach Cleanable Grade Seats/Backs Screens Orientation 
C F Stinson Modernist   J Approved Not Tested R R
C F Stinson Monhegan X  H Approved Not Tested R R
C F Stinson Montage   E Approved Not Tested R R
C F Stinson Montana / Montana 2.0 X  C Not Tested Not Tested R R
C F Stinson Natural W orld / Natural W orld 2.0 X  G Approved Not Tested R R
C F Stinson Naugasoft   C Approved Not Tested R R
C F Stinson Network X  F Approved Not Tested R R
C F Stinson New Hempstead   C Approved Not Tested R R
C F Stinson Nikko X  B D enied Not Tested R R
C F Stinson Nishiki / Nishiki 2.0 X  D Approved Not Tested R R
C F Stinson Nubbly   F Not Tested Not Tested R R
C F Stinson O bi Stripe   G Not Tested Not Tested R R
C F Stinson O deon   K Approved Not Tested R R
C F Stinson O ffset   I Approved Not Tested R R
C F Stinson O livia   C Approved Not Tested R R
C F Stinson O lympus / O lympus 2.0 X  G Approved Not Tested R R
C F Stinson O rbit / O rbit 2.0 X  D Approved Not Tested R R
C F Stinson O rigami   H Approved Not Tested R R
C F Stinson O utlander X  D Approved Approved R R
C F Stinson O xford / O xford 2.0 X  D Approved Not Tested R R
C F Stinson Pacifica X  I Approved Not Tested R R
C F Stinson Painted Moon   F Approved Not Tested R R
C F Stinson Paradox X  H Approved Not Tested R R
C F Stinson Pebbled Trail   E Not Tested Not Tested R R
C F Stinson Perspective / Perspective 2.0 X  H Approved Not Tested R R
C F Stinson Petal D ots   H Not Tested Not Tested R R
C F Stinson Pierce   C Not Tested Not Tested R R
C F Stinson Pinball X  F Approved Not Tested R R
C F Stinson Plaid-itude   F Not Tested Not Tested R R
C F Stinson Plushious   E Not Tested Not Tested R R
C F Stinson Pod   G Approved Not Tested R R
C F Stinson Polka X  C Approved Not Tested R R
C F Stinson Polygon   G Approved Not Tested R R
C F Stinson Posh   E Not Tested Not Tested R R
C F Stinson Power G rid   I Approved Not Tested R R
C F Stinson Premier   D Not Tested Not Tested R R
C F Stinson Primavera   E Not Tested Not Tested R R
C F Stinson Prime   B D enied Not Tested R R
C F Stinson Prisma X  C Approved Not Tested R R
C F Stinson Prodigy   K D enied Not Tested R R
C F Stinson Profile X  B D enied Not Tested R R
C F Stinson Promenade / Promenade 2.0 X  H Approved Not Tested R R
C F Stinson R affia / R affia 2.0 X  D Approved Not Tested R R
C F Stinson R ain Pool   J Approved Not Tested R R
C F Stinson R ally X  C Approved Not Tested R R
C F Stinson R eef   F Approved Not Tested R R
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Textile Manufacturer Pattern Name Bleach Cleanable Grade Seats/Backs Screens Orientation 
C F Stinson R etrograde X  C Approved Not Tested R R
C F Stinson R evolve / R evolve 2.0 X  H Approved Not Tested R R
C F Stinson R hythm   L D enied Not Tested R R
C F Stinson R ialto X  C Approved Not Tested R R
C F Stinson R iddle X  C Approved Not Tested R R
C F Stinson R ipple / R ipple 2.0 X  H Approved Not Tested R R
C F Stinson R itz   E Not Tested Not Tested R R
C F Stinson R iver   K Approved Not Tested R R
C F Stinson R ivera X  C Not Tested Not Tested R R
C F Stinson R oadmap   F Approved Not Tested R R
C F Stinson R ogue II X  C Approved Not Tested R R
C F Stinson R ound Trip   J Approved Not Tested R R
C F Stinson R oute   C Approved Not Tested R R
C F Stinson R ubric   H D enied Not Tested R R
C F Stinson R unway   D Approved Not Tested R R
C F Stinson Salinas X  J Approved Not Tested R R
C F Stinson San Simeon X  I Approved Not Tested R R
C F Stinson Sarto   E D enied Not Tested R R
C F Stinson Satchel   D Approved Not Tested R R
C F Stinson Savile   G Not Tested Not Tested R R
C F Stinson Scoprena   I Approved Not Tested R R
C F Stinson Scout / Scout 2.0 X  D Approved Not Tested R R
C F Stinson Script X  E Approved Not Tested R R
C F Stinson Sea of C louds   F Approved Not Tested R R
C F Stinson Season   I Approved Not Tested R R
C F Stinson Sedona X  J Approved Not Tested R R
C F Stinson Sentiero   D Approved Not Tested R R
C F Stinson Sentry - HC  / Sentry - HC  2.0 X  C Approved Not Tested R R
C F Stinson Sequence   C Approved Not Tested R R
C F Stinson Serene   K Approved Not Tested R R
C F Stinson Shantung / Shantung 2.0 X  C Approved Not Tested R R
C F Stinson Shift   C Approved Not Tested R R
C F Stinson Shimmy   E Not Tested Not Tested R R
C F Stinson Shuffle   J D enied Not Tested R R
C F Stinson Sight Line X  B D enied Not Tested R R
C F Stinson Silicone-Avail   I Approved Not Tested R R
C F Stinson Sirocco X  J Approved Not Tested R R
C F Stinson Sleek / Sleek 2.0 X  D Approved Not Tested R R
C F Stinson Smoothie / Smoothie 2.0 X  D Approved Not Tested R R
C F Stinson Soft Spot   C Not Tested Not Tested R R
C F Stinson Solitaire X  B Approved Not Tested R R
C F Stinson Splice   J Approved Not Tested R R
C F Stinson Spree   B D enied Not Tested R R
C F Stinson Sprint   C Approved Approved R R
C F Stinson Square O ne X  C Approved Not Tested R R
C F Stinson Stage   E Approved Not Tested R R
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Textile Manufacturer Pattern Name Bleach Cleanable Grade Seats/Backs Screens Orientation 
C F Stinson Stallion   G Approved Not Tested R R
C F Stinson Staple X  C Approved Not Tested R R
C F Stinson Stat-C on   G D enied Not Tested R R
C F Stinson Stellar   D Approved Not Tested R R
C F Stinson Stitch In T ime X  B Approved Not Tested R R
C F Stinson Storyboard X  J Approved Not Tested R R
C F Stinson Strand X  D Approved Not Tested R R
C F Stinson Stride X  D Approved Not Tested R R
C F Stinson Stuff   M D enied Not Tested R R
C F Stinson Sumi   H Not Tested Not Tested R R
C F Stinson Sundance X  F D enied D enied R R
C F Stinson Swipe X  I Approved Not Tested R R
C F Stinson Swizzle   I Not Tested Not Tested R R
C F Stinson Sylvan   L Approved Not Tested R R
C F Stinson Tally   C D enied Not Tested R R
C F Stinson Tangram X  F Approved Not Tested R R
C F Stinson Tender X  J Approved Not Tested R R
C F Stinson Tendril / Tendril 2.0 X  C Approved Not Tested R R
C F Stinson Terra   H Approved Not Tested R R
C F Stinson Tessuto / Tessuto 2.0 X  D Not Tested Not Tested R R
C F Stinson Tidbit   F Approved Not Tested R R
C F Stinson Tides   J D enied Not Tested R R
C F Stinson Tilt   C Approved Not Tested R R
C F Stinson Tinker   G Approved Not Tested R R
C F Stinson Topography   E Not Tested Not Tested R R
C F Stinson Torus X  G Approved Not Tested R R
C F Stinson Touch Base X  D Approved Not Tested R R
C F Stinson Touchstone   D Approved Not Tested R R
C F Stinson Tranquility X  H D enied Not Tested R R
C F Stinson Trek   D Not Tested Not Tested R R
C F Stinson Trio X  I Approved Not Tested R R
C F Stinson Tuft   G Approved Not Tested R R
C F Stinson Tussah X  B D enied Not Tested R R
C F Stinson Twist   I Approved Not Tested R R
C F Stinson Upgrade   G Not Tested Not Tested R R
C F Stinson Valise X  B Approved Not Tested R R
C F Stinson Vapor X  K Approved Not Tested R R
C F Stinson Vector   D Approved Not Tested R R
C F Stinson Verge   I Approved Not Tested R R
C F Stinson Volterra-HC X  J Approved Not Tested R R
C F Stinson Vortexia / Vortexia 2.0 X  H Approved Not Tested R R
C F Stinson W alk The Line / W alk The Line 2.0 X  J Approved Not Tested R R
C F Stinson W aterwand / W aterwand 2.0   F Approved Not Tested R R
C F Stinson W eft   C Approved Not Tested R R
C F Stinson W icker / W icker 2.0 X  F Approved Not Tested R R
C F Stinson W illow W ave   G Not Tested Not Tested R R
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Textile Manufacturer Pattern Name Bleach Cleanable Grade Seats/Backs Screens Orientation 
C F Stinson W innly X  D Approved Not Tested R R
C F Stinson W yatt X  C Approved Not Tested R R
C F Stinson Ybor X  C Approved Not Tested R R
D esigntex Acre   H Not Tested Not Tested R R
D esigntex Adler   E Approved Not Tested R R
D esigntex Airy   J D enied Not Tested R R
D esigntex Alcazar X  E Approved Not Tested R R
D esigntex Alphabet   C Approved Not Tested R R
D esigntex Angle X  J D enied Not Tested R R
D esigntex Appleseed   G Approved Not Tested R R
D esigntex Arne   E Approved Approved R R
D esigntex Aspect X  D Approved Not Tested R R
D esigntex Atria   J D enied Not Tested R R
D esigntex Barcelona C rypton   D Not Tested Not Tested R R
D esigntex Bark C loth   G Approved Not Tested R R
D esigntex Basket   G Approved Not Tested R R
D esigntex Beguiled by the W ild, 3043   J Approved Not Tested R R
D esigntex Big D ot X  G Approved Not Tested R R
D esigntex Big Texture   H Not Tested Not Tested R R
D esigntex Billiard C loth   D Approved Approved R R
D esigntex Billiard Panel   D D enied Not Tested R R
D esigntex Birdseye   D Approved D enied R R
D esigntex BitD rift X  H Approved Not Tested R R
D esigntex Bixby Macro   M Approved Not Tested R R
D esigntex Boucle Houndstooth   G Approved Not Tested R R
D esigntex Boucle Melange   I Approved Not Tested R R
D esigntex Brushed Flannel   C Not Tested Not Tested R R
D esigntex Burrard   K D enied D enied R R
D esigntex C hamonix C rypton   D Not Tested Not Tested R R
D esigntex C heck   K Approved Not Tested R R
D esigntex C hecker   G Not Tested Not Tested R R
D esigntex C henille C hevron   K Not Tested Not Tested R R
D esigntex C hunky Tweed   H Approved Not Tested R R
D esigntex C lad C elliant   E Not Tested Not Tested R R
D esigntex C loud Velvet   D Approved Not Tested R R
D esigntex C ollage   G Not Tested Not Tested R R
D esigntex C orded   I Not Tested Not Tested R R
D esigntex C ozy Texture   D Not Tested Not Tested R R
D esigntex C rissC ross X  I Approved Not Tested R R
D esigntex C rossweave   D Approved Approved R R
D esigntex C rosswind X  G Approved Not Tested R R
D esigntex C ubitt X  I Approved Not Tested R R
D esigntex C urrent X  G Approved Not Tested R R
D esigntex C urve   F Approved Not Tested R R
D esigntex D apple X  H Approved Not Tested R R
D esigntex D istressed Texture X  H Approved Not Tested R R
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D esigntex D ouble W eave   J Approved Not Tested R R
D esigntex D ovetail   C Not Tested Not Tested R R
D esigntex D uo   C Not Tested Not Tested R R
D esigntex E ase   F Not Tested Not Tested R R
D esigntex E mblem   H Not Tested Not Tested R R
D esigntex E thos   G Not Tested Not Tested R R
D esigntex E verywhere Texture X  E Approved Not Tested R R
D esigntex Facet   J Not Tested Not Tested R R
D esigntex Fenn C rypton   G Approved Approved R R
D esigntex Five C ities X  K Approved Not Tested R R
D esigntex Flow X  K Approved Not Tested R R
D esigntex FO MO   F Not Tested Not Tested R R
D esigntex Fresco   F D enied D enied R R
D esigntex G ale X  E Approved Not Tested R R
D esigntex G amut   B Approved Approved R R
D esigntex G lamp   K Not Tested Not Tested R R
D esigntex G limmer   F Approved Not Tested R R
D esigntex G renoble C rypton   D Approved Approved R R
D esigntex Habitat   I D enied Not Tested R R
D esigntex Hashtag   D Approved Approved R R
D esigntex Hatchmark X  K Approved Not Tested R R
D esigntex Heather   H Approved Not Tested R R
D esigntex Helsinki C rypton   D Not Tested Not Tested R R
D esigntex Hem Stitch   F Approved Not Tested R R
D esigntex Hillside   I Approved Not Tested R R
D esigntex Hint X  F Not Tested Not Tested R R
D esigntex Holmes   J Approved Not Tested R R
D esigntex Hyde X  D Approved Not Tested R R
D esigntex Idle   E Not Tested Not Tested R R
D esigntex Interlude X  I Approved Not Tested R R
D esigntex Interplay   M D enied Not Tested R R
D esigntex Iota   D Approved Not Tested R R
D esigntex Jumper   H Approved Not Tested R R
D esigntex Keen X  G Approved Not Tested R R
D esigntex Lake Placid C rypton   E Approved Not Tested R R
D esigntex Lambert   J D enied Not Tested R R
D esigntex Leap X  F Approved Not Tested R R
D esigntex Limn   F Not Tested Not Tested R R
D esigntex Line Up   F Approved Not Tested R R
D esigntex Line Variations X  K Approved Not Tested R R
D esigntex Linnen X  F Approved Not Tested R R
D esigntex Little D ot X  G Approved Not Tested R R
D esigntex London C rypton   E Not Tested Not Tested R R
D esigntex Loop to Loop   I D enied Not Tested R R
D esigntex Lounge   D Not Tested Not Tested R R
D esigntex Lumi X  J Approved Not Tested R R
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D esigntex Luster X  F Not Tested Not Tested R R
D esigntex Mackintosh   E Approved Approved R R
D esigntex Marl   E Not Tested Not Tested R R
D esigntex Mateo   F Not Tested Not Tested R R
D esigntex Melange   E Approved Not Tested R R
D esigntex Metallo X  G Approved Not Tested R R
D esigntex Mexico C ity C rypton   D Not Tested Not Tested R R
D esigntex Micro Tweed   G Approved Not Tested R R
D esigntex Mirth   J Not Tested Not Tested R R
D esigntex Montreal C rypton   D Not Tested Not Tested R R
D esigntex Motley   I Approved Not Tested R R
D esigntex Nagano C rypton   D Approved Approved R R
D esigntex Nest   H Approved Not Tested R R
D esigntex Nook   D Approved Approved R R
D esigntex O slo C rypton   E Approved Approved R R
D esigntex O vertone   C D enied Not Tested R R
D esigntex Particle   J Not Tested Not Tested R R
D esigntex Pause X  E Approved Not Tested R R
D esigntex Pave   G Not Tested Not Tested R R
D esigntex Pennant X  K Approved Not Tested R R
D esigntex Pennant C elliant   M Approved Not Tested R R
D esigntex Pepper   C Not Tested Not Tested R R
D esigntex Phenomena X  J Approved Not Tested R R
D esigntex Picnic   J D enied Not Tested R R
D esigntex Pixel   I Approved Not Tested R R
D esigntex Pixel C loud   J Approved Not Tested R R
D esigntex Plaid   L Approved Not Tested R R
D esigntex Plush G rid   G Not Tested Not Tested R R
D esigntex Press   E Not Tested Not Tested R R
D esigntex Prime X  C D enied Not Tested R R
D esigntex Puffer   K Not Tested Not Tested R R
D esigntex R acetrack   K Not Tested Not Tested R R
D esigntex R aia   L Approved Not Tested R R
D esigntex R ainwater X  H Not Tested Not Tested R R
D esigntex R ein   C D enied Not Tested R R
D esigntex R eppweave   E Approved Not Tested R R
D esigntex R ibbon   J Not Tested Not Tested R R
D esigntex R ider   F Approved Not Tested R R
D esigntex R idge C rypton   G Not Tested Not Tested R R
D esigntex R ise X  C Not Tested Not Tested R R
D esigntex R iver Lea   H Approved Not Tested R R
D esigntex R oad Trip   H Not Tested Not Tested R R
D esigntex R ocket   C Approved Approved R R
D esigntex R ome C rypton   E Not Tested Not Tested R R
D esigntex R oundel   K D enied Not Tested R R
D esigntex Sail X  J Approved Not Tested R R
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D esigntex Salsa   F Approved Approved R R
D esigntex Salt Lake C rypton   E Not Tested Not Tested R R
D esigntex Sapporo C rypton   D Not Tested Not Tested R R
D esigntex Sidetrack   E Approved Approved R R
D esigntex Silicone C heer   M Approved Not Tested R R
D esigntex Silicone E lement X  G Approved Not Tested R R
D esigntex Silicone Lane   K Approved Not Tested R R
D esigntex Silicone Level   H Approved Not Tested R R
D esigntex Silicone Nappa X  I Approved Not Tested R R
D esigntex Silicone R ange   H Approved Not Tested R R
D esigntex Silicone R eveal   H Approved Not Tested R R
D esigntex Silicone Skyline   K Approved Not Tested R R
D esigntex Sketch X  H Approved Not Tested R R
D esigntex Social D ance X  K Approved Not Tested R R
D esigntex Sorano X  C Approved Not Tested R R
D esigntex Speckle Boucle   G Approved Not Tested R R
D esigntex Spin   G Approved Not Tested R R
D esigntex Spree   H Approved Not Tested R R
D esigntex Stamp   M Approved Not Tested R R
D esigntex Standard   L Approved Not Tested R R
D esigntex Starburst   L Approved Not Tested R R
D esigntex Stitch   G Not Tested Not Tested R R
D esigntex Stockholm C rypton   E Approved Not Tested R R
D esigntex Stratum X  K Approved Not Tested R R
D esigntex Swift   G Not Tested Not Tested R R
D esigntex Tack Cloth 	   I Approved Not Tested R R
D esigntex Tangram   G Approved Not Tested R R
D esigntex Terrene   H Not Tested Not Tested R R
D esigntex The Thames   K Approved Not Tested R R
D esigntex Tilt   J Approved Not Tested R R
D esigntex Tiny Boucle   G Not Tested Not Tested R R
D esigntex Tour   D Approved D enied R R
D esigntex Traveler   F Approved Not Tested R R
D esigntex Trouvaille   L Approved Not Tested R R
D esigntex Trove X  C Approved Not Tested R R
D esigntex Tweed Multi   C Approved Approved R R
D esigntex Tweedy Twill   D Approved Not Tested R R
D esigntex Ulster   C D enied Not Tested R R
D esigntex Ulster Upholstery   D Approved Not Tested R R
D esigntex Velvet C orduroy   I Not Tested Not Tested R R
D esigntex Vero X  F Not Tested Not Tested R R
D esigntex W   F Approved Approved R R
D esigntex W anderer   D Approved Not Tested R R
D esigntex W ayside   I D enied D enied R R
D esigntex W end   E Approved Not Tested R R
D esigntex W onder   L Not Tested Not Tested R R
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D esigntex W oolish   C Approved Approved R R
D esigntex W rap   J Approved Not Tested R R
Knoll Inc Aegean   I Not Tested Not Tested R R
Knoll Inc Alter E go   K Approved Not Tested R R
Knoll Inc Arrondissement   L Not Tested Not Tested R R
Knoll Inc Atlas X  I D enied D enied R R
Knoll Inc Attire   E Approved Approved R R
Knoll Inc Aurora   I Approved Not Tested R R
Knoll Inc Biscayne   M Approved Not Tested R R
Knoll Inc Boundary X  E D enied Not Tested R R
Knoll Inc Brigadoon X  E Approved Not Tested R R
Knoll Inc Buzz   H Approved Not Tested R R
Knoll Inc C aliper   I Not Tested Not Tested R R
Knoll Inc C ameo   J Not Tested Not Tested R R
Knoll Inc C atwalk   M Approved Not Tested R R
Knoll Inc C hameleon X  F Approved Not Tested R R
Knoll Inc C harm   J Approved Not Tested R R
Knoll Inc C irca   J Not Tested Not Tested R R
Knoll Inc C ircle Point   H Not Tested Not Tested R R
Knoll Inc C lassic Boucle   J D enied Not Tested R R
Knoll Inc C leo   J Approved Not Tested R R
Knoll Inc C ode   G D enied Not Tested R R
Knoll Inc C olor C ollage   M Approved Not Tested R R
Knoll Inc C olor Field X  F D enied Not Tested R R
Knoll Inc C ommuter C loth   D Approved Not Tested R R
Knoll Inc C ozy C ord   D Approved Approved R R
Knoll Inc C rossroad   D Approved Approved R R
Knoll Inc D actyl   H Not Tested Not Tested R R
Knoll Inc D apper   K Approved Not Tested R R
Knoll Inc D ay Tripper   F Approved Not Tested R R
Knoll Inc D elite   C Approved Not Tested R R
Knoll Inc D iva   E Approved Not Tested R R
Knoll Inc D ottie   F Approved Not Tested R R
Knoll Inc D urand X  I Approved Not Tested R R
Knoll Inc E asel   H Not Tested Not Tested R R
Knoll Inc E clat W eave   K Approved Not Tested R R
Knoll Inc Facet   C Approved Approved R R
Knoll Inc Fancy Twill   K Approved Not Tested R R
Knoll Inc Ferry   F Approved Not Tested R R
Knoll Inc Flower Power   J Approved Not Tested R R
Knoll Inc G reenwich X  K Approved Not Tested R R
Knoll Inc Homage   J Not Tested Not Tested R R
Knoll Inc Hourglass   D Approved Approved R R
Knoll Inc Hudson X  J Approved Not Tested R R
Knoll Inc Hummingbird   H Approved Approved R R
Knoll Inc Imprint   J Approved Not Tested R R
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Knoll Inc Infinite   C Approved Not Tested R R
Knoll Inc Instinct   E Approved Not Tested R R
Knoll Inc Island X  J Approved Not Tested R R
Knoll Inc It's C omplicated   K Approved Not Tested R R
Knoll Inc Journey   F Approved Not Tested R R
Knoll Inc Keaton   F Not Tested Not Tested R R
Knoll Inc Kiln   E Not Tested Not Tested R R
Knoll Inc Knoll Felt   G Approved Not Tested R R
Knoll Inc Knoll Hopsack   E Approved Not Tested R R
Knoll Inc Little D evil   F Approved Approved R R
Knoll Inc Looped In   J Approved Not Tested R R
Knoll Inc Magnolia X  I Approved Not Tested R R
Knoll Inc Midpoint   L Approved Not Tested R R
Knoll Inc Morocco, 1966   K D enied D enied R R
Knoll Inc Nature W alk X  J Approved Not Tested R R
Knoll Inc O ff the G rid   K Approved Not Tested R R
Knoll Inc O h La La   D D enied Not Tested R R
Knoll Inc O lympia   D Not Tested Not Tested R R
Knoll Inc O n Point X  G Approved Not Tested R R
Knoll Inc O verture   D Approved Not Tested R R
Knoll Inc Palisade X  G D enied Not Tested R R
Knoll Inc Patchwork X  I Approved Not Tested R R
Knoll Inc Pathway   F D enied Not Tested R R
Knoll Inc Placid   H D enied Not Tested R R
Knoll Inc Plaid O n   F Approved Not Tested R R
Knoll Inc Ponder   C Not Tested Not Tested R R
Knoll Inc Prairie X  D Approved Not Tested R R
Knoll Inc Premier X  H Approved Not Tested R R
Knoll Inc Prestini   F Not Tested Not Tested R R
Knoll Inc Puff   D D enied Not Tested R R
Knoll Inc Pullman   F Not Tested Not Tested R R
Knoll Inc R ebel   H Approved Not Tested R R
Knoll Inc R etreat   H Approved Not Tested R R
Knoll Inc Seurat   I Approved Not Tested R R
Knoll Inc Shadow Play   F Approved Not Tested R R
Knoll Inc Sherman   K Approved Not Tested R R
Knoll Inc Smart X  I Approved Not Tested R R
Knoll Inc Sonnet   E Approved Not Tested R R
Knoll Inc Summit   F Not Tested Not Tested R R
Knoll Inc Tempest   I Approved Not Tested R R
Knoll Inc Texnet   I Approved Not Tested R R
Knoll Inc Tight R ope X  G Approved Not Tested R R
Knoll Inc Tinge X  D Approved Not Tested R R
Knoll Inc Topos   E Not Tested Not Tested R R
Knoll Inc Ultrasuede ®    K Not Tested Not Tested R R
Knoll Inc Uni-Form   D Approved Not Tested R R
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Knoll Inc Utmost II   H Not Tested Not Tested R R
Knoll Inc Utopia   E Not Tested Not Tested R R
Knoll Inc Vast   D Approved Not Tested R R
Knoll Inc Venue   E Not Tested Not Tested R R
Knoll Inc Vert   L Approved Not Tested R R
Knoll Inc Vibe II X  E Not Tested Not Tested R R
Knoll Inc Vice Versa   H Approved Not Tested R R
Knoll Inc W estwood X  F Not Tested Not Tested R R
Knoll Inc W hip X  I Approved Not Tested R R
Knoll Inc W ild Thing X  E Approved Not Tested R R
Knoll Inc W innow   E Not Tested Not Tested R R
Knoll Inc W it X  H Approved Not Tested R R
Knoll Inc W oodland II   H Not Tested Not Tested R R
Kvadrat Alle   J Approved Not Tested R R
Kvadrat Ame   F Approved Approved R R
Kvadrat Apparel   L D enied Not Tested R R
Kvadrat Ara   I D enied Not Tested R R
Kvadrat Atlas   H Approved Not Tested R R
Kvadrat Atrium O utdoor   H Approved Not Tested R R
Kvadrat Autumn   B Approved Approved R R
Kvadrat Azure O utdoor   H Approved Approved R R
Kvadrat Balder 3   K Approved Not Tested R R
Kvadrat Broken Twill W eave   H Approved Approved R R
Kvadrat C anvas   D Approved Approved R R
Kvadrat C lara 2   G Approved Approved R R
Kvadrat C oda 2   K D enied Not Tested R R
Kvadrat D iade   D Not Tested Not Tested R R
Kvadrat D ivina 3   H Approved Approved R R
Kvadrat D ivina MD   H Approved Approved R R
Kvadrat D ivina Melange 3   F Approved Approved R R
Kvadrat E lle   J D enied D enied R R
Kvadrat E ncircle   H Approved Not Tested R R
Kvadrat Field   H Approved Approved R R
Kvadrat Fiord 2   I Approved Approved R R
Kvadrat Floyd   H Approved Not Tested R R
Kvadrat Forestview   I Not Tested Not Tested R R
Kvadrat G uest   B Approved Approved R R
Kvadrat Haku   H Approved Not Tested R R
Kvadrat Hallingdal 65   G Approved Approved R R
Kvadrat Harald 3   I D enied Not Tested R R
Kvadrat Hero 2   D Approved Approved R R
Kvadrat Hero Heather   D Approved Approved R R
Kvadrat Jaali   I Approved Approved R R
Kvadrat Melange Nap   H Not Tested Not Tested R R
Kvadrat Memory 2   I Approved Not Tested R R
Kvadrat Naveli   H Approved Not Tested R R
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Kvadrat Patio O utdoor   H D enied Not Tested R R
Kvadrat R aas   J Approved D enied R R
Kvadrat R echeck   H Not Tested Not Tested R R
Kvadrat R eflect   D D enied Not Tested R R
Kvadrat R emix   D Approved Approved R R
Kvadrat R evive   J Approved Not Tested R R
Kvadrat R e-wool   G D enied Not Tested R R
Kvadrat Sabi   I Approved Not Tested R R
Kvadrat Savanna   I Approved Not Tested R R
Kvadrat Saxion   K Not Tested Not Tested R R
Kvadrat Serpentine   L Approved Approved R R
Kvadrat Sisu   M D enied Not Tested R R
Kvadrat Sone   G Approved Approved R R
Kvadrat Sport   C Approved Approved R R
Kvadrat Steelcut 3   H Approved Approved R R
Kvadrat Steelcut Beat   D Approved Approved R R
Kvadrat Steelcut Q uartet   I Approved Approved R R
Kvadrat Steelcut Trio 3   F Approved Approved R R
Kvadrat Still   I Not Tested Not Tested R R
Kvadrat Sunniva 3   K Approved Not Tested R R
Kvadrat Suunta   G Not Tested Not Tested R R
Kvadrat Technicolor   D Not Tested Not Tested R R
Kvadrat TeleMia   B Not Tested Not Tested R R
Kvadrat Tero O utdoor   M Approved Approved R R
Kvadrat Tonica 2   G Approved Not Tested R R
Kvadrat Tonus 4   H Approved Approved R R
Kvadrat Twill W eave   J Approved Approved R R
Kvadrat Vanir   I D enied Approved R R
Kvadrat Vidar 4   I Approved Not Tested R R
Luna Textiles Artifact   K Not Tested Not Tested R R
Luna Textiles Betti   H Not Tested Not Tested R R
Luna Textiles Blueprint   E Not Tested Not Tested R R
Luna Textiles Broome   H Not Tested Not Tested R R
Luna Textiles C orner C urve   L D enied D enied R R
Luna Textiles D ash   H Approved Approved R R
Luna Textiles D emi   D Approved Not Tested R R
Luna Textiles D imensions Mohair   L Not Tested Not Tested R R
Luna Textiles E llwood   D Approved Not Tested R R
Luna Textiles Fable   G Not Tested Not Tested R R
Luna Textiles Flora   F Not Tested Not Tested R R
Luna Textiles Framework   B Approved Not Tested R R
Luna Textiles Hardcopy   C Approved Not Tested R R
Luna Textiles Lana   G Approved Not Tested R R
Luna Textiles Layer   E Approved Not Tested R R
Luna Textiles Llinen   E Not Tested Not Tested R R
Luna Textiles Memphis   F Approved Not Tested R R
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Luna Textiles Metro   D Approved Not Tested R R
Luna Textiles Micro Bubbly   K Approved Not Tested R R
Luna Textiles Mouline   G Not Tested Not Tested R R
Luna Textiles O ptik   F Approved Not Tested R R
Luna Textiles Stacking C hairs   J Approved Not Tested R R
Luna Textiles Teatro   L Not Tested Not Tested R R
Luna Textiles Terrene   E Not Tested Not Tested R R
Luna Textiles Three-D   E Approved Approved R R
Luna Textiles Token   F Approved Not Tested R R
Luna Textiles Triad   C Approved Not Tested R R
Luna Textiles W ide W ale   H Not Tested Not Tested R R
Luna Textiles W oohl   B Approved Approved R R
Luum Actuate   D D enied Not Tested R R
Luum Adage   H Approved Not Tested R R
Luum Amalgam   H Approved Not Tested R R
Luum Ample   F Approved Approved R R
Luum Angulo   H Approved Not Tested R R
Luum Arc Angle   M Not Tested Not Tested R R
Luum Barberpole Basket   J Approved Not Tested R R
Luum Biotope   B Approved Not Tested R R
Luum Bitstream   C D enied Not Tested R R
Luum C henille Appeal   E Not Tested Not Tested R R
Luum C loud Nine   K Approved Approved R R
Luum C ognition   I Not Tested Not Tested R R
Luum C olorfall   G Not Tested Not Tested R R
Luum C omplect   D Approved Not Tested R R
Luum C omplement   B Approved Not Tested R R
Luum C onstruct   I Approved Approved R R
Luum C ontrast Slub   I D enied Not Tested R R
Luum C ross D ye   D Approved Not Tested R R
Luum C rossgrain   D Approved Not Tested R R
Luum C ult C lassic   G Approved Not Tested R R
Luum D atastorm   J Approved Not Tested R R
Luum D ecoy   D Approved Not Tested R R
Luum D emi Boucle   F Approved D enied R R
Luum D igi Tweed   E Approved Not Tested R R
Luum D oyenne   F Not Tested Not Tested R R
Luum D uo C hrome   H Approved Approved R R
Luum E arthbound   H Not Tested Not Tested R R
Luum E cotone   E Approved Not Tested R R
Luum E lastic W ool   C Approved Not Tested R R
Luum E mergent   L D enied Not Tested R R
Luum E phemera   I Approved Not Tested R R
Luum E quilux   L Approved Not Tested R R
Luum E veryday Boucle   I D enied Not Tested R R
Luum Fine G rain   E Approved Not Tested R R
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Luum Fleece   J D enied Not Tested R R
Luum Flex W ool   C Approved Not Tested R R
Luum Formwork   G Approved Approved R R
Luum Forward Motion   M Approved Approved R R
Luum Full W ool   I Approved Not Tested R R
Luum Fundamentals   C Approved Not Tested R R
Luum G eoglyph   K Not Tested Not Tested R R
Luum G igi   J D enied D enied R R
Luum G raph Speck   H Approved Not Tested R R
Luum G raviton   D Approved Approved R R
Luum G rid State   F Approved Not Tested R R
Luum Haptic   I Approved Not Tested R R
Luum Haze   C Not Tested Not Tested R R
Luum Heather Felt   K Approved Approved R R
Luum Heather Tech   C Approved Not Tested R R
Luum Herringbone Hybrid   L Not Tested Not Tested R R
Luum High Frequency   E Approved Not Tested R R
Luum Homage   J Approved Not Tested R R
Luum Hyped Up   L Approved Not Tested R R
Luum Interstice   H Approved Not Tested R R
Luum Intone   B Approved Not Tested R R
Luum Intraweb   I Approved Not Tested R R
Luum Knurl   I Approved Approved R R
Luum Limitless Loop   M D enied Not Tested R R
Luum Lithoprint   F Approved Not Tested R R
Luum Macrotweed   I Not Tested Not Tested R R
Luum Magnify   B Not Tested Not Tested R R
Luum Marl C loth   E Approved Not Tested R R
Luum Median   E Not Tested Not Tested R R
Luum Megacheck   E Approved Not Tested R R
Luum Megapixel   I D enied Not Tested R R
Luum Melange C heck   K Approved Not Tested R R
Luum Meta Texture   G Approved Not Tested R R
Luum Milieu   E Not Tested Not Tested R R
Luum Modulus   G Approved Not Tested R R
Luum Monotex   H Approved Not Tested R R
Luum Nomad   F Not Tested Not Tested R R
Luum O blique Argyle   L Not Tested Not Tested R R
Luum O euvre   I Approved Not Tested R R
Luum O utpress   H Approved Not Tested R R
Luum Particulate   H Approved Not Tested R R
Luum Pathway   C Not Tested Not Tested R R
Luum Pebble Melange   I Not Tested Not Tested R R
Luum Percept   I Approved Not Tested R R
Luum Perfect Balance   I Not Tested Not Tested R R
Luum Perilune   A Approved Not Tested R R
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Luum Photogram   I Approved Not Tested R R
Luum Point Set   C Approved Not Tested R R
Luum R eed Tones   H Approved Approved R R
Luum R efraction   J Approved Not Tested R R
Luum R oam   I Not Tested Not Tested R R
Luum Scale Factor   L D enied Not Tested R R
Luum Sgraffito   J Not Tested Not Tested R R
Luum Soft Static   K Approved Not Tested R R
Luum Spacial E lement   L Not Tested Not Tested R R
Luum Spectral Array   H Not Tested Not Tested R R
Luum Stability   I Not Tested Not Tested R R
Luum Stimuli   D Approved Not Tested R R
Luum Structured Stripe   M Approved Not Tested R R
Luum Subtle Stria   H Approved Approved R R
Luum Super Shearling   J D enied Not Tested R R
Luum Superspun   F Approved Not Tested R R
Luum Surface Level   D Not Tested Not Tested R R
Luum Synaptic   I Approved Not Tested R R
Luum Texture Map   E Approved Not Tested R R
Luum Tilt Shift R edux   H D enied Not Tested R R
Luum Top C oat   K Approved Not Tested R R
Luum Touch Tone   F Approved Not Tested R R
Luum Trichroma   F D enied D enied R R
Luum Twisted Tweed   F Approved Not Tested R R
Luum Ultra D urable   E Approved Not Tested R R
Luum Unbounded   E Approved Approved R R
Luum Vector   G Approved Not Tested R R
Luum Velvet Underground   F Not Tested Not Tested R R
Luum W avefield   I Approved Not Tested R R
Luum W elded   I Approved Not Tested R R
Luum W ool Fleck   H Approved Approved R R
Luum W ooly W ooly   I D enied Not Tested R R
Maharam Album   I Not Tested Not Tested R R
Maharam Algebra   E Approved Approved R R
Maharam Alphabet Twill   M Not Tested Not Tested R R
Maharam Anagram   L Approved Not Tested R R
Maharam Analog   I Approved Not Tested R R
Maharam Apex X  L Approved Not Tested R R
Maharam Apt X  I Approved Not Tested R R
Maharam Arcade X  L Approved Not Tested R R
Maharam Beck   E Approved Approved R R
Maharam Beryl X  G Approved Not Tested R R
Maharam Bind   K D enied Not Tested R R
Maharam Bluff X  F Approved Not Tested R R
Maharam Boundary X  H Approved Not Tested R R
Maharam Bright Angle   L D enied Not Tested R R
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Maharam Bright C ube   M Approved Not Tested R R
Maharam Bright G rid   K Approved Not Tested R R
Maharam Brindle X  E Approved Approved R R
Maharam Brio X  H Approved Not Tested R R
Maharam Broadcast   E Approved Not Tested R R
Maharam Buffer X  H Approved Not Tested R R
Maharam C adence   D Not Tested Not Tested R R
Maharam C ampana   G Approved Approved R R
Maharam C anopy   I Approved Not Tested R R
Maharam C aper   F Approved Not Tested R R
Maharam C atalog   F Not Tested Not Tested R R
Maharam C hapter   J Not Tested Not Tested R R
Maharam C hasm X  G D enied Not Tested R R
Maharam C hime X  F Not Tested Not Tested R R
Maharam C ompound X  G Not Tested Not Tested R R
Maharam C oncord Stripe   L Approved Not Tested R R
Maharam C onfetti   M Approved Not Tested R R
Maharam C onnect   D Approved Not Tested R R
Maharam C osset X  H Approved Approved R R
Maharam C ove   L Not Tested Not Tested R R
Maharam C rane   I Not Tested Not Tested R R
Maharam C ycle X  F Approved Not Tested R R
Maharam D arning Sampler Large by Scholten & Baijings   M Approved Not Tested R R
Maharam D elta   C Not Tested Not Tested R R
Maharam D epth   I Approved Not Tested R R
Maharam D istill   G Approved Not Tested R R
Maharam D rape X  L Approved Not Tested R R
Maharam E ave   G Not Tested Not Tested R R
Maharam E lm   E Approved Not Tested R R
Maharam E mit X  F Not Tested Not Tested R R
Maharam E nmesh X  G Approved Not Tested R R
Maharam E quate X  H Approved Not Tested R R
Maharam Factor   H Approved Not Tested R R
Maharam Fathom X  G Approved Not Tested R R
Maharam Feature X  J Approved Not Tested R R
Maharam Felix   J Approved Approved R R
Maharam Festoon X  L Approved Not Tested R R
Maharam Firma   I Approved Approved R R
Maharam Firth   K Not Tested Not Tested R R
Maharam Flint   I Not Tested Not Tested R R
Maharam Fluent C rypton X  I Not Tested Not Tested R R
Maharam Fluted Silk   M D enied Not Tested R R
Maharam Fold by Konstantin G rcic X  I Approved Not Tested R R
Maharam Frequency X  G Approved Not Tested R R
Maharam G ale   I D enied Not Tested R R
Maharam G emma   G Approved Approved R R
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Maharam G emma Multi   G Approved Approved R R
Maharam G ild X  G Not Tested Not Tested R R
Maharam G inkgo   J Approved Not Tested R R
Maharam G len   E Approved Not Tested R R
Maharam G range   D Approved Approved R R
Maharam G range Basket   D Approved Approved R R
Maharam G range Twill   D Approved Approved R R
Maharam G rove X  J Approved Not Tested R R
Maharam G ust X  G Approved Approved R R
Maharam Hearth   J D enied Not Tested R R
Maharam Hewn   J D enied Not Tested R R
Maharam Imbue   L Not Tested Not Tested R R
Maharam Instill X  F Approved Not Tested R R
Maharam Isa   I Not Tested Not Tested R R
Maharam Jasper   G Approved Not Tested R R
Maharam Keen X  G D enied D enied R R
Maharam Key   H Not Tested Not Tested R R
Maharam Lariat X  C Approved Not Tested R R
Maharam League   E Approved Not Tested R R
Maharam Lens X  H Not Tested Not Tested R R
Maharam Levity   G Not Tested Not Tested R R
Maharam Lift by Konstantin G rcic   K D enied Not Tested R R
Maharam Limn   L Approved Not Tested R R
Maharam Linden   H Not Tested Not Tested R R
Maharam Loop X  G Approved Not Tested R R
Maharam Luce   G Approved Approved R R
Maharam Lumen   E D enied Not Tested R R
Maharam Manner   B Approved Approved R R
Maharam Mantle   E Approved Approved R R
Maharam Mechanism   J Not Tested Not Tested R R
Maharam Medium   E Approved Not Tested R R
Maharam Meld   B Approved Approved R R
Maharam Merit   C Approved Approved R R
Maharam Mesh   K Approved Not Tested R R
Maharam Messenger   B Approved Approved R R
Maharam Metaphor   B Approved Approved R R
Maharam Metered Stripe   M Approved Not Tested R R
Maharam Method   B Approved Approved R R
Maharam Metric   D Approved Not Tested R R
Maharam Mexidot   J Approved Not Tested R R
Maharam Micro X  F Approved Not Tested R R
Maharam Mode   B Approved Approved R R
Maharam Multiply X  G Approved Approved R R
Maharam Murmur X  D Approved D enied R R
Maharam Muse X  B Approved Approved R R
Maharam Nestle   M Approved Not Tested R R
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Maharam Nimble X  H Approved Not Tested R R
Maharam Note   E Approved Not Tested R R
Maharam Nova   L Not Tested Not Tested R R
Maharam O xbow   I Approved Not Tested R R
Maharam Pallet   E Approved Not Tested R R
Maharam Parquet   J Approved Not Tested R R
Maharam Pepitas   K Approved Not Tested R R
Maharam Pepper X  G Approved Not Tested R R
Maharam Pitch X  G Not Tested Not Tested R R
Maharam Platform   E Approved Not Tested R R
Maharam Plume   M D enied Not Tested R R
Maharam Prompt X  F Approved Not Tested R R
Maharam Q uay   F Approved Not Tested R R
Maharam R ail X  I Approved Not Tested R R
Maharam R ange   J Approved Not Tested R R
Maharam R avel   K Not Tested Not Tested R R
Maharam R elay   K Approved Not Tested R R
Maharam R ibbed W eave   H Approved Not Tested R R
Maharam R ill X  H Approved Not Tested R R
Maharam R oman   K D enied Not Tested R R
Maharam R oute   G Approved Not Tested R R
Maharam R owan   F D enied Not Tested R R
Maharam R unner X  I Approved Not Tested R R
Maharam Scuba X  F Approved Not Tested R R
Maharam Scute X  G Approved Not Tested R R
Maharam Scuttle X  J Not Tested Not Tested R R
Maharam Sendal   H Approved Not Tested R R
Maharam Serried X  I Approved Not Tested R R
Maharam Shadow X  G Approved Not Tested R R
Maharam Shake   K Approved Approved R R
Maharam Sift   L Approved Not Tested R R
Maharam Silk C anvas   L D enied Not Tested R R
Maharam Silva   J Not Tested Not Tested R R
Maharam Site   G Approved Not Tested R R
Maharam Sojourn   G Not Tested Not Tested R R
Maharam Sort X  F Approved Not Tested R R
Maharam Spare   L D enied Not Tested R R
Maharam Spell   E Not Tested Not Tested R R
Maharam Spiral   E D enied Not Tested R R
Maharam Stature X  G Approved Not Tested R R
Maharam Structure   E Approved Not Tested R R
Maharam Strum X  H Approved Not Tested R R
Maharam Sundry   K Approved Not Tested R R
Maharam Swathe   K D enied Not Tested R R
Maharam Switch, Amplify X  G Approved Not Tested R R
Maharam Switch, Asteroid X  G Approved Not Tested R R
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Maharam Switch, E dge X  G Approved Not Tested R R
Maharam Switch, T itanium X  G Approved Not Tested R R
Maharam Switch, Universe   G Approved Not Tested R R
Maharam Tempo   F Approved Approved R R
Maharam Tenet   C Approved Approved R R
Maharam Terra   L D enied Not Tested R R
Maharam Tessera   J Approved Not Tested R R
Maharam Tracery   J Approved Not Tested R R
Maharam Trestle   I Not Tested Not Tested R R
Maharam Trigon   L Approved Not Tested R R
Maharam Trundle   E Approved Not Tested R R
Maharam Turret   F Approved Not Tested R R
Maharam Valley   J Approved Not Tested R R
Maharam Valor   L Approved Not Tested R R
Maharam Veer X  F Approved Not Tested R R
Maharam W end X  G Approved Not Tested R R
Maharam W illow   G Approved Not Tested R R
Maharam C umulus   E Approved Not Tested R R
Maharam Flex   H Not Tested Not Tested R R
Maharam Hive   H Not Tested Not Tested R R
Maharam Passage   H D enied D enied R R
Mayer Fabrics Abbey   D Approved Approved R R
Mayer Fabrics Acuco   I Approved Not Tested R R
Mayer Fabrics Adler   B Not Tested Not Tested R R
Mayer Fabrics Amalfi   F Approved Approved R R
Mayer Fabrics Ankara   F Not Tested Not Tested R R
Mayer Fabrics Annex   D Not Tested Not Tested R R
Mayer Fabrics Antique   C Not Tested Not Tested R R
Mayer Fabrics Apollo S ilicone   G Approved Not Tested R R
Mayer Fabrics Balance   D Not Tested Not Tested R R
Mayer Fabrics Beaux   C D enied Not Tested R R
Mayer Fabrics Belize   F Approved Not Tested R R
Mayer Fabrics Belmont   F Approved Not Tested R R
Mayer Fabrics Bloom X  L Approved Approved R R
Mayer Fabrics Botany   F D enied Not Tested R R
Mayer Fabrics C aressa   C Approved Not Tested R R
Mayer Fabrics C aspian   D Not Tested Not Tested R R
Mayer Fabrics C hannel   C Not Tested Not Tested R R
Mayer Fabrics C hev   D Not Tested Not Tested R R
Mayer Fabrics C onnect X  F Not Tested Not Tested R R
Mayer Fabrics C ontinuum   C Not Tested Not Tested R R
Mayer Fabrics C osmopolitan   D Approved Approved R R
Mayer Fabrics C osmos   D Not Tested Not Tested R R
Mayer Fabrics C ross C heck   B Approved Not Tested R R
Mayer Fabrics C urator   E Not Tested Not Tested R R
Mayer Fabrics D elano   B Not Tested Not Tested R R
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Mayer Fabrics D elmar   C Approved Approved R R
Mayer Fabrics D enali   F Not Tested Not Tested R R
Mayer Fabrics D ivert   B D enied D enied R R
Mayer Fabrics D uraweave 10   A Not Tested Not Tested R R
Mayer Fabrics E ditor   E Approved Not Tested R R
Mayer Fabrics E levation   D Not Tested Not Tested R R
Mayer Fabrics E mpire S ilicone   G Approved Not Tested R R
Mayer Fabrics E phesus   I Not Tested Not Tested R R
Mayer Fabrics E qual   B D enied D enied R R
Mayer Fabrics E ssence   D Not Tested Not Tested R R
Mayer Fabrics Fanfare   J Approved Not Tested R R
Mayer Fabrics Fedora   B Approved Approved R R
Mayer Fabrics Fitz   G Not Tested Not Tested R R
Mayer Fabrics Fleck   D Approved Approved R R
Mayer Fabrics Florentino   C Approved Not Tested R R
Mayer Fabrics Form   E Approved Approved R R
Mayer Fabrics Foundation   C D enied D enied R R
Mayer Fabrics Fractal   M Approved Not Tested R R
Mayer Fabrics Function   C Approved Not Tested R R
Mayer Fabrics Furrow   A D enied D enied R R
Mayer Fabrics G aia   D Not Tested Not Tested R R
Mayer Fabrics G alveston   C Approved Not Tested R R
Mayer Fabrics G atsby   C Approved Approved R R
Mayer Fabrics G em   B Not Tested Not Tested R R
Mayer Fabrics Harper   G Not Tested Not Tested R R
Mayer Fabrics Havana   C Approved D enied R R
Mayer Fabrics Haven   D Approved Approved R R
Mayer Fabrics Icon   C Approved Not Tested R R
Mayer Fabrics Imprint   B Approved Not Tested R R
Mayer Fabrics Interlude   B D enied D enied R R
Mayer Fabrics Kensington   D Approved Not Tested R R
Mayer Fabrics Key Largo   C Approved Not Tested R R
Mayer Fabrics Kinsey   B Approved Not Tested R R
Mayer Fabrics Labyrinth   I Approved Approved R R
Mayer Fabrics Lachlan   E Approved Not Tested R R
Mayer Fabrics Lancaster   B Approved Not Tested R R
Mayer Fabrics Lavish   D Not Tested Not Tested R R
Mayer Fabrics Legacy   C Approved Not Tested R R
Mayer Fabrics Leoni   G Not Tested Not Tested R R
Mayer Fabrics Longhorn   D Approved Not Tested R R
Mayer Fabrics Loop   D Not Tested Not Tested R R
Mayer Fabrics Ludlow   B Approved Not Tested R R
Mayer Fabrics Lyric   C Not Tested Not Tested R R
Mayer Fabrics Marmara   E Not Tested Not Tested R R
Mayer Fabrics Matka   C Approved Not Tested R R
Mayer Fabrics Matter   D Not Tested Not Tested R R
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Mayer Fabrics Maverick   C Not Tested Not Tested R R
Mayer Fabrics Midway   C Not Tested Not Tested R R
Mayer Fabrics Milagro   K Approved Not Tested R R
Mayer Fabrics Mimic   B D enied D enied R R
Mayer Fabrics Mingle   C Approved Not Tested R R
Mayer Fabrics Mira   C Approved Not Tested R R
Mayer Fabrics Mode   D Not Tested Not Tested R R
Mayer Fabrics Molecule   H Not Tested Not Tested R R
Mayer Fabrics Neo   C Approved Not Tested R R
Mayer Fabrics Nimble   D Not Tested Not Tested R R
Mayer Fabrics Noble   B Approved Not Tested R R
Mayer Fabrics Nomad   E Approved Not Tested R R
Mayer Fabrics Note   F Not Tested Not Tested R R
Mayer Fabrics O dessa   E Approved Not Tested R R
Mayer Fabrics O mega   C Approved Not Tested R R
Mayer Fabrics O ptic   B Not Tested Not Tested R R
Mayer Fabrics O utback   C Not Tested Not Tested R R
Mayer Fabrics Palermo   C Approved Not Tested R R
Mayer Fabrics Paradox   G Not Tested Not Tested R R
Mayer Fabrics Pavilion   G Not Tested Not Tested R R
Mayer Fabrics Pebble Beach   B D enied D enied R R
Mayer Fabrics Pivot   J Not Tested Not Tested R R
Mayer Fabrics Pixel   E Not Tested Not Tested R R
Mayer Fabrics Plaza   D Not Tested Not Tested R R
Mayer Fabrics Porter   C Not Tested Not Tested R R
Mayer Fabrics Q uattro   B Not Tested Not Tested R R
Mayer Fabrics R anchero   B Approved Not Tested R R
Mayer Fabrics R efuge   F Approved Approved R R
Mayer Fabrics R elativity   F Not Tested Not Tested R R
Mayer Fabrics R etro   J Not Tested Not Tested R R
Mayer Fabrics R hythm   D Not Tested Not Tested R R
Mayer Fabrics R itzi   C Approved Approved R R
Mayer Fabrics R iviera X  F Approved Approved R R
Mayer Fabrics R umba   B Not Tested Not Tested R R
Mayer Fabrics R yder   A Not Tested Not Tested R R
Mayer Fabrics Sanctuary   C Not Tested Not Tested R R
Mayer Fabrics Saxony   A Not Tested Not Tested R R
Mayer Fabrics Score   D Approved Not Tested R R
Mayer Fabrics Scout   C Approved Not Tested R R
Mayer Fabrics Seville   B Not Tested Not Tested R R
Mayer Fabrics Shift   E Not Tested Not Tested R R
Mayer Fabrics Silverweave   D Approved Not Tested R R
Mayer Fabrics Sketch   C Approved Not Tested R R
Mayer Fabrics Sonnet   D Not Tested Not Tested R R
Mayer Fabrics Splendor   D Approved Not Tested R R
Mayer Fabrics Spokes   F Approved Not Tested R R
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Mayer Fabrics Static   G Approved Not Tested R R
Mayer Fabrics Stellar   D Not Tested Not Tested R R
Mayer Fabrics Sydney   B Not Tested Not Tested R R
Mayer Fabrics Sylvan   D Not Tested Not Tested R R
Mayer Fabrics Tango   C Not Tested Not Tested R R
Mayer Fabrics Tellus   D Not Tested Not Tested R R
Mayer Fabrics Theory   C Not Tested Not Tested R R
Mayer Fabrics Tulum X  F Approved Approved R R
Mayer Fabrics Twist   E Not Tested Not Tested R R
Mayer Fabrics Ultrahide   E Not Tested Not Tested R R
Mayer Fabrics Universe   H Not Tested Not Tested R R
Mayer Fabrics Utopia   D Approved Approved R R
Mayer Fabrics Valley X  J Not Tested Not Tested R R
Mayer Fabrics Variant   G Not Tested Not Tested R R
Mayer Fabrics Vector   K Approved Not Tested R R
Mayer Fabrics Villa   F Approved Approved R R
Mayer Fabrics Vista X  J Not Tested Not Tested R R
Mayer Fabrics W ool Boucle   I Not Tested Not Tested R R
Mayer Fabrics Zen   G Approved Not Tested R R
Mayer Fabrics Zip   C Approved Not Tested R R
Momentum Abeam   H Not Tested Not Tested R R
Momentum Ace   C Approved Not Tested R R
Momentum Acoustic   J Approved Not Tested R R
Momentum Agora II X  F Approved Not Tested R R
Momentum Almanac   L Approved Not Tested R R
Momentum Amenity II X  L Approved Not Tested R R
Momentum Amuse   G Approved Not Tested R R
Momentum Anthology   H Approved Not Tested R R
Momentum Archer X  J Approved Not Tested R R
Momentum Artisanal E PU   C Not Tested Not Tested R R
Momentum Audubon   L Approved Not Tested R R
Momentum Bandwidth II X  H Approved Not Tested R R
Momentum Bangle   C Approved Not Tested R R
Momentum Banter X  J Approved Not Tested R R
Momentum Beeline E pu X  C Not Tested Not Tested R R
Momentum Beep   H Approved Not Tested R R
Momentum Beta   F Approved Not Tested R R
Momentum Blossoms Time   J Approved Approved R R
Momentum Blueprint   D Not Tested Not Tested R R
Momentum Bobby   D Approved Not Tested R R
Momentum Boheme   H D enied Not Tested R R
Momentum Boom II   F Approved Not Tested R R
Momentum Borders   L D enied Not Tested R R
Momentum Bravo II X  G Approved Not Tested R R
Momentum Brink   J Approved Not Tested R R
Momentum Brisk X  J Approved Not Tested R R
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Momentum Build   F Approved Not Tested R R
Momentum C amber X  I Approved Not Tested R R
Momentum C aravan   F Approved Not Tested R R
Momentum C arlo   K D enied Not Tested R R
Momentum C arson C V   A Not Tested Not Tested R R
Momentum C ashmere II X  F Not Tested Not Tested R R
Momentum C entral   I Approved Not Tested R R
Momentum C entric   J Approved Not Tested R R
Momentum C hannel   I Approved Not Tested R R
Momentum C hekhov   H Approved Not Tested R R
Momentum C hipper X  L Not Tested Not Tested R R
Momentum C hit C hat   H Not Tested Not Tested R R
Momentum C hromatic   M Approved Not Tested R R
Momentum C ivil X  J Approved Not Tested R R
Momentum C lang   F Approved Not Tested R R
Momentum C oda   G Approved Not Tested R R
Momentum C ollect   F Approved Not Tested R R
Momentum C olorloop   D Not Tested Not Tested R R
Momentum C olorwheel   J Approved Not Tested R R
Momentum C ordovan E PU   D Not Tested Not Tested R R
Momentum C over C loth   C Approved Approved R R
Momentum C respo   C Not Tested Not Tested R R
Momentum C rosswise   G Approved Approved R R
Momentum C ube   J Approved Not Tested R R
Momentum C url   F Approved Not Tested R R
Momentum C urrent   E Approved Not Tested R R
Momentum C urtain C all   D D enied Not Tested R R
Momentum C ycle   G Not Tested Not Tested R R
Momentum D art   D Approved Not Tested R R
Momentum D eka   B Approved Approved R R
Momentum D el Mar   K D enied D enied R R
Momentum D exter E PU   F Approved Not Tested R R
Momentum D ipper   J Not Tested Not Tested R R
Momentum D omain   J Approved Not Tested R R
Momentum D rift X  J Approved Not Tested R R
Momentum E bb X  L Not Tested Not Tested R R
Momentum E dison   K Approved Not Tested R R
Momentum E ncore   C D enied Not Tested R R
Momentum E ndurance E pu X  F Approved Not Tested R R
Momentum E on E PU X  F Approved Not Tested R R
Momentum E pic   D Approved Not Tested R R
Momentum E ssay X  I Approved Not Tested R R
Momentum E vo C V   E Approved Not Tested R R
Momentum E xplore   J Approved Not Tested R R
Momentum E xpo   C D enied Not Tested R R
Momentum E xpression   K Approved Not Tested R R
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Momentum Farra   F Not Tested Not Tested R R
Momentum Faux Felt   D Not Tested Not Tested R R
Momentum Faux Mo   H D enied Not Tested R R
Momentum Feltro   B Approved Approved R R
Momentum Fidget C V   I Not Tested Not Tested R R
Momentum Fletcher   G Approved Not Tested R R
Momentum Flitter   J D enied Not Tested R R
Momentum Flitter Print   J Not Tested Not Tested R R
Momentum Float   E Approved Not Tested R R
Momentum Flock   G Approved Not Tested R R
Momentum Flux   K Approved Not Tested R R
Momentum Fold   M Approved Not Tested R R
Momentum Follow C V   H Not Tested Not Tested R R
Momentum Foray X  E Approved Not Tested R R
Momentum Foundation   G Not Tested Not Tested R R
Momentum Free   G Approved Not Tested R R
Momentum Fuse   D Approved Not Tested R R
Momentum G lide   H Approved Not Tested R R
Momentum G lint   D D enied Not Tested R R
Momentum G raph   D Approved Not Tested R R
Momentum G rid   D Approved Not Tested R R
Momentum G roove E PU X  F Approved Not Tested R R
Momentum G uild   D Approved Not Tested R R
Momentum G uru   B Approved Not Tested R R
Momentum Habit   E Approved Not Tested R R
Momentum Halo X  I Approved Not Tested R R
Momentum Hearsay   K Approved Not Tested R R
Momentum Hitch   H Approved Not Tested R R
Momentum Hobnob   G Approved Not Tested R R
Momentum Hop   K Approved Not Tested R R
Momentum Hue   E Approved Not Tested R R
Momentum Hyde C V   E Approved Not Tested R R
Momentum Idyllwild   M Not Tested Not Tested R R
Momentum Infinity C -Zero   B Approved Approved R R
Momentum Infusion   I Approved Not Tested R R
Momentum Insight   D Not Tested Not Tested R R
Momentum Interim   M Approved Not Tested R R
Momentum Iota   H Approved Not Tested R R
Momentum Jot   E Approved Not Tested R R
Momentum Journal X  K Approved Not Tested R R
Momentum Julian   G Not Tested Not Tested R R
Momentum Keeper C V   E Approved Not Tested R R
Momentum Kepler   J Not Tested Not Tested R R
Momentum Keynote   G Approved Not Tested R R
Momentum Kinect   C D enied Not Tested R R
Momentum Kit   G Approved Not Tested R R
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Momentum Knack   E D enied Not Tested R R
Momentum Lark   F Approved Not Tested R R
Momentum Lasanna C V   H Approved Not Tested R R
Momentum Lasso C V   H Approved Not Tested R R
Momentum Lateral   H Approved Not Tested R R
Momentum Ledge   F Approved Not Tested R R
Momentum Leno X  I Approved Not Tested R R
Momentum Lens   E Approved Not Tested R R
Momentum Linen C V   F Approved Not Tested R R
Momentum Lineup   E Approved Not Tested R R
Momentum Mandala   L Approved Not Tested R R
Momentum Mapping Ideas   L Approved Not Tested R R
Momentum Marathon C -Zero   B Approved Approved R R
Momentum Meander   C D enied Not Tested R R
Momentum Meld   H Not Tested Not Tested R R
Momentum Meld Print   J Not Tested Not Tested R R
Momentum Mello   B Approved Approved R R
Momentum Mezzanine   G Not Tested Not Tested R R
Momentum Mikro   I Approved Not Tested R R
Momentum Millennium C -Zero   D Approved Not Tested R R
Momentum Mixer E PU   F Approved Not Tested R R
Momentum Mixology C V   F Not Tested Not Tested R R
Momentum Mogul E pu   F Approved Not Tested R R
Momentum Native E PU   C Not Tested Not Tested R R
Momentum Nestle   C D enied Not Tested R R
Momentum Nifty X  F Approved Not Tested R R
Momentum Nimble X  J Approved Not Tested R R
Momentum Nubble   G Approved Not Tested R R
Momentum O ath   H Not Tested Not Tested R R
Momentum O dyssey C -Zero   D Approved Not Tested R R
Momentum O rigin   A Approved Approved R R
Momentum O tto   E Approved Not Tested R R
Momentum Pact   D D enied Not Tested R R
Momentum Painting Strokes   L Approved Not Tested R R
Momentum Parachute   H D enied Not Tested R R
Momentum Pax   J Approved Not Tested R R
Momentum Perk   C Approved Not Tested R R
Momentum Photon   J Approved Not Tested R R
Momentum Phrase X  H Approved Not Tested R R
Momentum Piccolo   F Not Tested Not Tested R R
Momentum Pierre   L Approved Not Tested R R
Momentum Pip   F Approved Not Tested R R
Momentum Piper   F Approved Not Tested R R
Momentum Places Spaces Faces   M Approved Not Tested R R
Momentum Plan   F Not Tested Not Tested R R
Momentum Platform   I Approved Not Tested R R
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Momentum Polka   K Not Tested Not Tested R R
Momentum Printwork E PU   F Approved Not Tested R R
Momentum Promise   E Not Tested Not Tested R R
Momentum Propel   J Approved Not Tested R R
Momentum Proverb   C D enied Not Tested R R
Momentum Q uince X  J Approved Not Tested R R
Momentum R ein II X  E Approved Not Tested R R
Momentum R enew   F Not Tested Not Tested R R
Momentum R evolve   L Approved Not Tested R R
Momentum R ing   J Approved Not Tested R R
Momentum R ise   E Approved Not Tested R R
Momentum R onda   J D enied Not Tested R R
Momentum R oster   L Approved Not Tested R R
Momentum R ow X  G Not Tested Not Tested R R
Momentum Score   J Approved Not Tested R R
Momentum Script   D D enied Not Tested R R
Momentum Shire   H Approved Not Tested R R
Momentum Shuttle   H Approved Not Tested R R
Momentum Sidestep X  I Approved Not Tested R R
Momentum Silica   F Approved Not Tested R R
Momentum Silica Altair   J Not Tested Not Tested R R
Momentum Silica Andy X  J Approved Not Tested R R
Momentum Silica Arc   I Approved Not Tested R R
Momentum Silica Bauble   J Approved Not Tested R R
Momentum Silica Blend   H Approved Not Tested R R
Momentum Silica Bracket X  I Approved Not Tested R R
Momentum Silica Bubbler   J Approved Not Tested R R
Momentum Silica C hecker X  I Approved Not Tested R R
Momentum Silica C ompass X  J Approved Not Tested R R
Momentum Silica C usp X  J Approved Not Tested R R
Momentum Silica D eflect X  J Approved Not Tested R R
Momentum Silica E ffloresce X  L Approved Not Tested R R
Momentum Silica E tc. X  I Approved Not Tested R R
Momentum Silica E tch   H Approved Not Tested R R
Momentum Silica Fiona X  J Approved Not Tested R R
Momentum Silica Flick X  I Approved Not Tested R R
Momentum Silica Fresco X  J Approved Not Tested R R
Momentum Silica Fritz X  J Approved Not Tested R R
Momentum Silica G idget   J Approved Not Tested R R
Momentum Silica Hiatus X  J Approved Not Tested R R
Momentum Silica Hoop   J Approved Not Tested R R
Momentum Silica Jig X  I Approved Not Tested R R
Momentum Silica Kip   I Approved Not Tested R R
Momentum Silica Leather   F Approved Not Tested R R
Momentum Silica Likely X  J Approved Not Tested R R
Momentum Silica R each X  I Approved Not Tested R R
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Momentum Silica R oam X  J Approved Not Tested R R
Momentum Silica Scout X  J Approved Not Tested R R
Momentum Silica Spoke   L Approved Not Tested R R
Momentum Silica Strata   I Approved Not Tested R R
Momentum Silica Stride   I Approved Not Tested R R
Momentum Silica Suede   E Approved Not Tested R R
Momentum Silica Tech X  H Approved Not Tested R R
Momentum Silica Thatch   J Approved Not Tested R R
Momentum Silica Triad X  I Approved Not Tested R R
Momentum Silica W altz X  J Approved Not Tested R R
Momentum Silica W ifi   M Approved Not Tested R R
Momentum Site Line   L Not Tested Not Tested R R
Momentum Sketching Air   K Approved Not Tested R R
Momentum Skip   E D enied Not Tested R R
Momentum Small Talk   K Approved Not Tested R R
Momentum Smart Soft   D Not Tested Not Tested R R
Momentum Solace   F Approved Not Tested R R
Momentum Solitaire   F Not Tested Not Tested R R
Momentum Speakeasy C V   F Approved Not Tested R R
Momentum Sport   E Approved Not Tested R R
Momentum Story X  J Approved Not Tested R R
Momentum Stroll   E Approved Not Tested R R
Momentum Strut   F Approved Not Tested R R
Momentum Sunny   H Approved Not Tested R R
Momentum Synergy   G Approved Not Tested R R
Momentum Syntax   D Approved Not Tested R R
Momentum Tack   E Approved Not Tested R R
Momentum Tactic   L D enied Not Tested R R
Momentum Tanner   D Not Tested Not Tested R R
Momentum Tenor   C D enied Not Tested R R
Momentum Tesla   J Approved Not Tested R R
Momentum Textura C V   C Not Tested Not Tested R R
Momentum Tilt   K Approved Not Tested R R
Momentum Toggle   D Approved Not Tested R R
Momentum Tradition C -Zero   B Approved Approved R R
Momentum Trefoil   J Approved Not Tested R R
Momentum Tribeca C V   F Approved Not Tested R R
Momentum Trilogy   H Approved Not Tested R R
Momentum Trivia X  J Approved Not Tested R R
Momentum Twill E PU   F Approved Not Tested R R
Momentum Universe   D D enied Not Tested R R
Momentum Vanguard C V   D Approved Not Tested R R
Momentum Vanish   H Approved Not Tested R R
Momentum Velocity X  G Approved Not Tested R R
Momentum Via   E Approved Not Tested R R
Momentum W aver   I Approved Not Tested R R
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Momentum W eaving Palettes   J Approved Not Tested R R
Momentum W him X  H Approved Not Tested R R
Momentum W hisp   H Approved Not Tested R R
Momentum W hit E PU X  F Approved Not Tested R R
Momentum W idget   C Approved Not Tested R R
Momentum W itzel C V   E Approved Not Tested R R
Momentum Yarnplay C V   G Approved Not Tested R R
Momentum Zipped X  I Approved Not Tested R R
Ultrafabrics Brisa X  E Approved Not Tested R R
Ultrafabrics Brisa D istressed X  E Approved Not Tested R R
Ultrafabrics Brisa Forecast   H Approved Not Tested R R
Ultrafabrics C oast   H Approved Not Tested R R
Ultrafabrics E co Tech X  G Approved Not Tested R R
Ultrafabrics E llora   H Not Tested Not Tested R R
Ultrafabrics Impasto   D Approved Not Tested R R
Ultrafabrics Lino   D Approved Not Tested R R
Ultrafabrics Montage   C Approved Not Tested R R
Ultrafabrics Montage Pro   F Not Tested Not Tested R R
Ultrafabrics Pearlized X  G Approved Not Tested R R
Ultrafabrics Promessa X  E Approved Not Tested R R
Ultrafabrics Pumice X  H Not Tested Not Tested R R
Ultrafabrics Tottori X  G Approved Not Tested R R
Ultrafabrics Ultraleather X  D Approved Not Tested R R
Ultrafabrics Volar Bio X  H Not Tested Not Tested R R
Ultrafabrics W ired X  H Approved Not Tested R R
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